


Trapezoidal metal sheets are products widely
used in the construction industry due to their
versatility.

They work well both as elevation and roof
covering for constructions ranging from the
smallest buildings (garages, sheds) to large-
production facilities and commercial buildings.
We offer a broad cross section of products
from economic solutions to high construction
profiles that have parameters allowing

their use in the most demanding industrial
applications.



I7 Weight of metal sheets (kg/m?)
Technical parameters [in mm)] Thickness of Weight
Effective width 1177 steel sheet [mm]
Total width ~1210 0,5 4,17
Height of profile 7.0 07 5,84
Thickness of steel sheet 0,5-1,0
Max. length of sheet 6000 0.75 6.25
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T7 the positive, Number of spans: 1, Re=250MPa, Rm=330MPa

Metal Intermediate support widths L
sheet Case
thickness 050 | o075 | 100 [ 125 | 15 [ 175 | 200 | 225 | 25 | 275 | 300 | 325 [ 350 | 375 | 400 | 425 | as0 | 475 | s00
[mm] [ [m]
1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 4,20 1,87 1,05 0,67 0,47 0,34 0,26 0,21 0,17 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,05 0,05 0,04
050 SGU-L/M50 | 277 0,83 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/250 | 2,08 0,62 0,26 0,13 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 | 1,39 0,41 0,18 0,09 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 4,96 2,21 1,24 0,80 0,55 0,41 0,31 0,25 0,20 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06 0,05
0.60 SGU-L/150 | 323 0,96 0,41 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/250 | 242 0,72 0,31 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 162 0,48 0,20 0,10 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 5,18 2,31 1,30 0,83 0,58 0,42 0,32 0,26 0,21 0,17 0,14 0,12 0,11 0,09 0,08 0,07 0,06 0,06 0,05
063 SGU-L/150 [ 338 1,00 0,42 0,22 0,13 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 252 0,75 0,32 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 168 0,50 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 5,69 2,53 1,42 0,91 0,63 0,47 0,36 0,28 0,23 0,19 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06
070 SGU-L/MS0 | 366 1,09 0,46 0,24 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 -
SGU-L/250 | 74 0,82 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 0,00 -
SGU-L/300 | 13 0,55 0,23 0,12 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,00 0,00 0,00 0,00 0,00 -
SGN 6,04 2,69 1,51 0,97 0,67 0,49 0,38 0,30 0,24 0,20 0,17 0,14 0,12 0,11 0,10 0,08 0,08 0,07 0,06
0.75 SGU-L/M150 | 386 1,15 0,49 0,25 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/250 | 39 0,86 0,37 0,19 0,11 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 0,00 -
SGU-L/300 | 4193 0,58 0,24 0,13 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,00 0,00 0,00 0,00 -




A

T7 the negative, Number of spans: 1, Re=250MPa, Rm=330MPa

Metal Intermediate support widths L
sheet Case
thickness 050 | o075 | 100 | 125 | 15 [ 175 | 200 | 225 | 25 | 275 | 300 | 325 [ 350 | 375 | 400 | 425 | as0 | 475 | s00
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 3,97 1,77 0,99 0,64 0,44 0,33 0,25 0,20 0,16 0,13 0,11 0,09 0,08 0,07 0,06 0,06 0,05 0,04 0,04
050 SGU-LMS0 | 223 0,66 0,28 0,14 0,08 0,05 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/250 | 1,67 0,50 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGU-L/300 | 1,11 0,33 0,14 0,07 0,04 0,03 0,02 0,01 0,01 0,01 0,01 - - - - - - - -
SGN 4,77 2,12 1,20 0,77 0,53 0,39 0,30 0,24 0,19 0,16 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,05 0,05
0.60 SGU-L/M150 | 278 0,83 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/250 | 208 0,62 0,26 0,14 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 | 139 0,41 0,18 0,09 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 5,01 2,23 1,25 0,80 0,56 0,41 0,31 0,25 0,20 0,17 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06 0,05
063 SGU-L/M50 | 294 0,88 0,37 0,19 0,11 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/200 | 220 0,66 0,28 0,14 0,08 0,05 0,04 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 [ 147 0,44 0,19 0,10 0,06 0,04 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 5,54 2,47 1,39 0,89 0,62 045 0,35 0,28 0,22 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
070 SGU-LM50 | 331 0,99 0,42 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 548 0,74 0,31 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 165 0,49 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 5,92 2,64 1,48 0,95 0,66 0,49 0,37 0,29 0,24 0,20 0,17 0,14 0,12 0,11 0,09 0,08 0,07 0,07 0,06
0.75 SGU-LM150 | 3556 1,06 0,45 0,23 0,13 0,08 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 267 0,80 0,34 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 1,78 0,53 0,23 0,12 0,07 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -




A

T7 the positive, Number of spans: 1, Re=280MPa, Rm=360MPa

Metal Intermediate support widths L
poneet | Case 050 | 075 100 | 125 | 150 [ 175 | 200 | 225 | 250 | 275 | 300 325 | 350 | 375 | 400 | a25 | 450 [ 475 | 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 4,71 2,10 1,18 0,76 0,52 0,39 0,30 0,23 0,19 0,16 0,13 0,11 0,10 0,08 0,07 0,07 0,06 0,05 0,05
050 SGU-LM50 | 277 0,83 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 - -
SGU-L/250 | 208 0,62 0,26 0,13 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 | 139 0,41 0,18 0,09 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 5,55 2,47 1,39 0,89 0,62 0,45 0,35 0,28 0,22 0,18 0,16 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
0.60 SGU-LM50 | 3.3 0,96 0,41 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/250 | 242 0,72 0,31 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 162 0,48 0,20 0,10 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 5,80 2,58 1,45 0,93 0,65 0,48 0,36 0,29 0,23 0,19 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06
0.63 SGU-LN150 | 336 1,00 0,42 0,22 0,13 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 252 0,75 0,32 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 168 0,50 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 6,37 2,84 1,60 1,02 0,71 0,52 0,40 0,32 0,26 0,21 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
070 SGU-L/M50 | 366 1,09 0,46 0,24 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 274 0,82 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/300 | 183 0,55 0,23 0,12 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - -
SGN 6,77 3,01 1,70 1,09 0,75 0,55 0,42 0,34 0,27 0,22 0,19 0,16 0,14 0,12 0,11 0,09 0,08 0,08 0,07
075 SGU-L/M150 | 386 1,15 0,49 0,25 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/250 | 290 0,86 0,37 0,19 0,11 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/300 | 493 0,58 0,24 0,13 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -




A

T7 the negative, Number of spans: 1, Re=280MPa, Rm=360MPa

glrlg:t' Case Intermediate support widths L
thickness 050 | 075 [ 100 | 125 | 150 [ 175 | 200 | 225 | 250 | 275 | 300 | 325 | 350 | 375 | 400 [ 425 | 450 | 475 [ s00
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 4,42 1,97 1,11 0,71 0,49 0,36 0,28 0,22 0,18 0,15 0,12 0,11 0,09 0,08 0,07 0,06 0,06 0,05 0,04
0.50 SGU-LMS0 | 217 0,65 0,27 0,14 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/250 | 163 0,49 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGU-L/300 | 1,09 0,32 0,14 0,07 0,04 0,03 0,02 0,01 0,01 0,01 0,01 - - - - - - - -
SGN 5,32 2,37 1,33 0,85 0,59 0,44 0,33 0,26 0,21 0,18 0,15 0,13 0,11 0,10 0,08 0,07 0,07 0,06 0,05
0.60 SGU-LMS0 | 272 0,81 0,34 0,18 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/250 | 2,04 0,61 0,26 0,13 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 | 136 0,41 0,17 0,09 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 5,58 2,48 1,40 0,90 0,62 0,46 0,35 0,28 0,22 0,19 0,16 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
063 SGU-L/M50 | 288 0,86 0,36 0,19 0,11 0,07 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L7250 [ 316 0,65 0,27 0,14 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGU-L/300 | 144 043 0,18 0,09 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 - - - - - - -
SGN 6,18 2,75 1,55 0,99 0,69 0,51 0,39 0,31 0,25 0,21 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
0.70 SGU-LN50 | 325 0,97 0,41 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 244 073 0,31 0,16 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 1,6 0,49 0,21 0,11 0,06 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -
SGN 6,60 2,94 1,65 1,06 0,74 0,54 0,41 0,33 0,27 0,22 0,18 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,07
075 SGU-L/M150 | 350 1,05 0,44 0,23 0,13 0,08 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGU-L/250 | 263 0,78 0,33 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGU-L/300 | 175 0,52 0,22 0,11 0,07 0,04 0,03 0,02 0,01 0,01 0,01 0,01 0,01 - - - - - -




L L
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T7 the

positive, Number of spans: 2,

Re=250MPa, Rm=330MPa

Metal Intermediate support widths L
et | Case 050 | o075 [ 100 | 125 | 150 | 175 | 200 | 225 | 250 | 275 | 300 3,25 3,50 375 | 400 4,25 a50 | 475 | 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 3,70 1,68 0,96 0,62 0,43 0,32 0,25 0,20 0,16 0,13 0,11 0,09 0,08 0,07 0,06 0,06 0,05 0,04 0,04
0.50 SGU-L/150 | 370 1,68 0,84 0,43 0,25 0,16 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 370 1,48 0,63 0,32 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 331 0,99 0,42 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 4,44 2,02 1,15 0,74 0,52 0,38 0,29 0,23 0,19 0,16 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,05 0,05
0.60 SGU-L/M50 | 444 2,02 0,97 0,50 0,29 0,18 0,12 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 444 1,73 0,73 0,37 0,22 0,14 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 385 1,15 0,49 0,25 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 4,66 2,12 1,21 0,78 0,54 0,40 0,31 0,25 0,20 0,17 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06 0,05
0.63 SGU-L/150 | 466 2,12 1,01 0,52 0,30 0,19 0,13 0,09 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 466 1,80 0,76 0,39 0,23 0,14 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 401 1,20 0,51 0,26 0,15 0,10 0,06 0,05 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 5,16 2,35 1,34 0,86 0,60 0,44 0,34 0,27 0,22 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
0.70 SGU-LM50 | 516 2,35 1,10 0,56 0,33 0,21 0,14 0,10 0,07 0,05 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 516 1,95 0,83 0,42 0,25 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 436 1,30 0,55 0,28 0,16 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 5,51 2,51 1,43 0,92 0,64 0,47 0,36 0,29 0,23 0,19 0,16 0,14 0,12 0,11 0,09 0,08 0,07 0,07 0,06
0.75 SGU-L/N1S0 | 551 2,51 1,16 0,60 0,35 0,22 0,15 0,10 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,02 0,01 0,01 0,01
SGU-L/250 | 551 2,06 0,87 0,45 0,26 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 460 1,37 0,58 0,30 0,17 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01




L L
A O O

T7 the negative, Number of spans: 2, Re=250MPa, Rm=330MPa

l;/rl:zt:tl Case Intermediate support widths L
thickness 050 [ o075 [ 100 | 125 | 15 | 175 | 200 | 225 | 250 [ 275 | 300 3,25 3,50 375 | 400 425 | 450 [ 475 | 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 4,01 1,81 1,03 0,66 0,46 0,34 0,26 0,21 0,17 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,05 0,05 0,04
050 SGU-LM50 | 401 1,59 0,67 0,34 0,20 0,13 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 398 1,19 0,50 0,26 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 266 0,79 0,34 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 4,72 2,13 1,21 0,78 0,54 0,40 0,31 0,24 0,20 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06 0,05
0.60 SGU-L/M50 | 472 1,08 0,84 0,43 0,25 0,16 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 477 1,48 0,63 0,32 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU - L/300 | 331 0,99 0,42 0,22 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 4,93 2,23 1,26 0,81 0,57 0,42 0,32 0,25 0,21 0,17 0,14 0,12 0,11 0,09 0,08 0,07 0,06 0,06 0,05
063 SGU-L/150 | 403 2,09 0,89 0,45 0,26 0,17 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 493 1,57 0,66 0,34 0,20 0,12 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 350 1,05 0,44 0,23 0,13 0,08 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 5,41 2,44 1,39 0,89 0,62 0,46 0,35 0,28 0,23 0,19 0,16 0,13 0,12 0,10 0,09 0,08 0,07 0,06 0,06
070 SGU-LM50 | 541 2,35 1,00 0,51 0,30 0,19 0,13 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 541 1,77 0,75 0,38 0,22 0,14 0,09 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 394 1,18 0,50 0,26 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 5,75 2,59 1,47 0,95 0,66 0,49 0,37 0,30 0,24 0,20 0,17 0,14 0,12 0,11 0,09 0,08 0,07 0,07 0,06
0.75 SGU-L/150 | 575 2,54 1,08 0,55 0,32 0,20 0,14 0,10 0,07 0,05 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 575 1,90 0,81 0,41 0,24 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 424 1,27 0,54 0,28 0,16 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -




L L
A O O

T7 the positive, Number of spans: 2, Re=280MPa, Rm=360MPa
l;/rlltztgtl Case Intermediate support widths L
thickness 050 | o075 | 100 | 125 | 15 [ 175 | 200 | 225 | 25 | 275 | 300 3,25 3,50 375 | 400 425 | 450 | 475 | 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 4,11 1,87 1,07 0,69 0,48 0,36 0,27 0,22 0,18 0,15 0,12 0,11 0,09 0,08 0,07 0,06 0,06 0,05 0,04
050 SGU-LMS0 | 411 1,87 0,84 0,43 0,25 0,16 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 414 1,48 0,63 0,32 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 334 0,99 0,42 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 4,94 2,25 1,28 0,83 0,58 0,43 0,33 0,26 0,21 0,18 0,15 0,13 0,11 0,09 0,08 0,07 0,07 0,06 0,05
0.60 SGU-L/50 | 494 2,25 0,97 0,50 0,29 0,18 0,12 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 494 1,73 0,73 0,37 0,22 0,14 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 3385 1,15 0,49 0,25 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 5,19 2,36 1,34 0,87 0,61 0,45 0,34 0,27 0,22 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
063 SGU-L/M50 | 519 2,36 1,01 0,52 0,30 0,19 0,13 0,09 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L250 | 519 1,80 0,76 0,39 0,23 0,14 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 401 1,20 0,51 0,26 0,15 0,10 0,06 0,05 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 5,75 2,61 1,49 0,96 0,67 0,50 0,38 0,30 0,25 0,20 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
070 SGU-L/MS0 | 575 2,60 1,10 0,56 0,33 0,21 0,14 0,10 0,07 0,05 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 575 1,95 0,83 0,42 0,25 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 436 1,30 0,55 0,28 0,16 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 6,15 2,79 1,59 1,03 0,72 0,53 0,41 0,32 0,26 0,22 0,18 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,07
0.75 SGU-L/50 | 615 2,75 1,16 0,60 0,35 0,22 0,15 0,10 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,02 0,01 0,01 0,01
SGU-L250 | ¢ 15 2,06 0,87 0,45 0,26 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 460 1,37 0,58 0,30 0,17 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
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T7 the negative, Number of spans:

2, Re=280MPa, Rm=360MPa

l;/il:zt:tl Case Intermediate support widths L
thickness 050 [ o075 [ 100 | 125 | 15 | 175 | 200 | 225 | 250 | 275 | 300 325 | 350 | 375 | 400 | 425 | as0 [ 475 | s00
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 4,49 2,03 1,15 0,74 0,52 0,38 0,29 0,23 0,19 0,16 0,13 0,11 0,10 0,08 0,07 0,07 0,06 0,05 0,05
0.50 SGU-L/M50 | 449 1,55 0,65 0,34 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 388 1,16 0,49 0,25 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 259 0,77 0,33 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 5,29 2,39 1,35 0,87 0,61 0,45 0,34 0,27 0,22 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
0.60 SGU-L/M150 | 529 1,94 0,82 0,42 0,24 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 4387 1,45 0,62 0,32 0,18 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 324 0,97 0,41 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 5,52 2,49 1,41 0,91 0,63 0,47 0,36 0,28 0,23 0,19 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06
0.63 SGU-L/M80 | 552 2,05 0,87 0,45 0,26 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L250 | 515 1,54 0,65 0,33 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 344 1,03 0,43 0,22 0,13 0,08 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 -
SGN 6,06 2,74 1,55 1,00 0,70 0,51 0,39 0,31 0,25 0,21 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
0.70 SGU-L/M50 | 606 2,31 0,98 0,50 0,29 0,18 0,12 0,09 0,06 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 580 1,74 0,74 0,38 0,22 0,14 0,09 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 3387 1,16 0,49 0,25 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGN 6,44 2,91 1,65 1,06 0,74 0,54 0,42 0,33 0,27 0,22 0,19 0,16 0,14 0,12 0,11 0,09 0,08 0,08 0,07
075 SGU-L/MS0 | 644 2,49 1,06 0,54 0,31 0,20 0,13 0,09 0,07 0,05 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01
SGU-L/250 | 625 1,87 0,79 0,41 0,24 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 447 1,25 0,53 0,27 0,16 0,10 0,07 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
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T7 the positive, Number of spans: 3, Re=250MPa, Rm=330MPa
l;/rlltztgtl Case Intermediate support widths L
thickness 050 | o075 | 100 | 125 | 15 [ 175 | 200 | 225 | 25 | 275 | 300 3,25 3,50 375 | 400 | 425 | 450 [ 475 [ 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 4,63 2,11 1,20 0,78 0,54 0,40 0,31 0,24 0,20 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,06 0,06 0,05
050 SGU-LM50 | 463 1,56 0,66 0,34 0,20 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 391 1,17 0,49 0,25 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 261 0,78 0,33 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 5,57 2,53 1,44 0,93 0,65 0,48 0,37 0,29 0,24 0,20 0,17 0,14 0,12 0,11 0,09 0,08 0,07 0,07 0,06
0.60 SGU-L/150 | 557 1,81 0,77 0,39 0,23 0,14 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 455 1,36 0,58 0,30 0,17 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 304 0,91 0,38 0,20 0,11 0,07 0,05 0,03 0,03 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGN 5,84 2,66 1,51 0,98 0,68 0,50 0,39 0,31 0,25 0,21 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
063 SGU-L/M150 | 584 1,89 0,80 0,41 0,24 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L250 | 474 1,42 0,60 0,31 0,18 0,11 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 316 0,94 0,40 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGN 6,48 2,94 1,68 1,08 0,76 0,56 0,43 0,34 0,28 0,23 0,19 0,16 0,14 0,12 0,11 0,10 0,09 0,08 0,07
070 SGU-L/MS0 | 648 2,05 0,87 0,45 0,26 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 516 1,54 0,65 0,33 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 344 1,03 0,43 0,22 0,13 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 6,92 3,15 1,79 1,16 0,81 0,60 0,46 0,36 0,29 0,24 0,21 0,18 0,15 0,13 0,12 0,10 0,09 0,08 0,07
0.75 SGU-L/M150 | g2 2,17 0,92 0,47 0,27 0,17 0,12 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 544 1,63 0,69 0,35 0,20 0,13 0,09 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 363 1,08 0,46 0,24 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
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T7 the negative, Number of spans:

3, Re=250MPa, Rm=330MPa

Metal Intermediate support widths L
sheet Case
thickness 050 | o075 | 100 | 125 | 15 [ 175 | 200 | 225 | 25 | 275 | 300 325 | 35 | 375 | 400 [ 425 | as0 | 475 | 500
[mm] [-] [m]
1 2 3 4 5 6 7 8 9 10 1 12 13 14 15 16 17 18 19 20 21
SGN 5,02 2,27 1,29 0,83 0,58 043 0,33 0,26 0,21 0,17 0,15 0,12 0,11 0,09 0,08 0,07 0,07 0,06 0,05
050 SGU-LM50 | 418 1,25 0,53 0,27 0,16 0,10 0,07 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/250 | 314 0,94 0,40 0,20 0,12 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGU-L/300 | 209 0,63 0,26 0,14 0,08 0,05 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - - -
SGN 5,92 2,67 1,52 0,98 0,68 0,50 0,38 0,30 0,25 0,20 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06
0.60 SGU-L/50 | 529 1,56 0,66 0,34 0,20 0,12 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 391 1,17 0,50 0,25 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 261 0,78 0,33 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 6,19 2,79 1,58 1,02 0,71 0,52 0,40 0,32 0,26 0,21 0,18 0,15 0,13 0,12 0,10 0,09 0,08 0,07 0,07
063 SGU-L/150 | 55 1,65 0,70 0,36 0,21 0,13 0,09 0,06 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 414 1,24 0,52 0,27 0,16 0,10 0,07 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 276 0,83 0,35 0,18 0,10 0,07 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGN 6,79 3,07 1,74 1,12 0,78 0,57 0,44 0,35 0,28 0,23 0,20 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07
070 SGU-L/M50 | 621 1,86 0,79 0,40 0,23 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 466 1,39 0,59 0,30 0,18 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 310 0,93 0,39 0,20 0,12 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGN 7,21 3,26 1,85 1,19 0,83 0,61 0,47 0,37 0,30 0,25 0,21 0,18 0,15 0,13 0,12 0,11 0,09 0,08 0,08
0.75 SGU-L/M150 | 469 2,00 0,85 0,44 0,25 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L250 | 502 1,50 0,64 0,33 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 335 1,00 0,42 0,22 0,13 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
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T7 the positive, Number of spans: 3, Re=280MPa, Rm=360MPa
I:ll:zt:tl Case Intermediate support widths L
thickness 050 | o75 | 100 | 125 | 150 | 475 | 200 | 225 | 250 | 275 | 300 | 325 | 350 | 375 | 400 | 425 | 4s0 | 475 | s00
[mm] [ [m]
1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 5,16 2,35 1,34 0,86 0,60 0,45 0,34 0,27 0,22 0,18 0,15 0,13 0,11 0,10 0,09 0,08 0,07 0,06 0,06
0.50 SGU-L/150 | 516 1,56 0,66 0,34 0,20 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 391 117 0,49 0,25 0,15 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 261 0,78 0,33 0,17 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 6,20 2,82 1,61 1,04 073 0,54 0,41 0,33 0,27 0,22 0,19 0,16 0,14 0,12 0,10 0,09 0,08 0,07 0,07
0,60 SGU-L/150 | g7 1,81 0,77 0,39 023 0,14 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L1250 | 455 1,36 0,58 0,30 0,17 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 [ 304 0,91 0,38 0,20 0,11 0,07 0,05 0,03 0,03 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGN 6,51 2,96 1,69 1,09 0,76 0,56 043 0,34 0,28 023 0,19 0,17 0,14 0,12 0,11 0,10 0,09 0,08 0,07
063 SGU-L/150 | 32 1,89 0,80 0,41 0,24 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 474 142 0,60 0,31 0,18 0,11 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 316 0,94 0,40 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - -
SGN 7,21 3,28 187 1,21 0,84 0,62 0,48 0,38 0,31 0,26 0,21 0,18 0,16 0,14 0,12 0,11 0,10 0,09 0,08
070 SCGU-LM50 | 687 2,05 0,87 0,45 0,26 0,16 0,11 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L1250 | 546 1,54 0,65 0,33 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 344 1,03 0,43 0,22 0,13 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
SGN 7,71 3,51 2,00 1,29 0,90 0,66 0,51 0,40 0,33 0,27 0,23 0,20 0,17 0,15 0,13 0,12 0,10 0,09 0,08
075 SGU-L/M50 | 726 2,17 0,92 0,47 0,27 0,17 0,12 0,08 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SCU-L/250 [ 544 1,63 0,69 0,35 0,20 0,13 0,09 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 [ 363 1,08 0,46 0,24 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
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T7 the negative, Number of spans: 3, Re=280MPa, Rm=360MPa

';/'I‘Zt:tl Case Intermediate support widths L

thickness 05 | o75 | 100 | 125 | 150 | 175 | 200 | 225 | 250 | 275 | 300 | 325 | 350 | 375 | 400 | 425 | 4s0 | 475 | s00

[mm] [] [m]

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18 19 20 21
SGN 5,63 2,54 1,44 0,93 0,65 048 0,37 0,29 0,23 0,19 0,16 0,14 0,12 0,11 0,09 0,08 0,07 0,07 0,06

0.50 SGU-LM50 | 408 1,22 0,52 0,26 0,15 0,10 0,07 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/250 | 306 0,91 0,39 0,20 0,12 0,07 0,05 0,03 0,03 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,00 - -
SGU-L/300 | 204 [ 061 026 | 013 [ 008 [ 005 | 003 | 002 | 002 | 001 0,01 0,01 0,01 0,01 - - - - -
SGN 6,63 3,00 1,70 1,09 0,76 0,56 043 0,34 0,28 0,23 0,19 0,16 0,14 0,12 0,11 0,10 0,09 0,08 0,07

0,60 SGU-L/50 | 5 11 1,53 0,65 0,33 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 384 1,15 0,49 0,25 0,14 0,09 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 [ 256 0,76 0,32 017 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 6,93 3,13 1,77 1,14 0,80 0,59 0,45 0,36 0,29 0,24 0,20 0,17 0,15 0,13 0,11 0,10 0,09 0,08 0,07

0,63 SGU-L/150 | 542 1,62 0,69 0,35 0,20 0,13 0,09 0,06 0,04 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/250 | 406 1,21 0,51 0,26 0,15 0,10 0,06 0,05 0,03 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 -
SGU-L/300 | 971 0,81 0,34 0,18 0,10 0,06 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 - - - -
SGN 7,61 343 1,95 1,25 0,87 0,64 0,49 0,39 0,32 0,26 0,22 0,19 0,16 0,14 0,13 0,11 0,10 0,09 0,08

070 SGU-L/150 | 619 1,83 0,77 0,40 0,23 0,15 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L1250 | 458 1,37 0,58 0,30 0,17 0,11 0,07 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 | 305 0,91 0,39 0,20 0,12 0,07 0,05 0,03 0,03 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - - -
SGN 8,08 3,65 2,07 1,33 0,93 0,68 0,52 0,42 0,34 0,28 0,23 0,20 0,17 0,15 0,13 0,12 0,11 0,09 0,09

075 SGU-L/150 | 658 1,97 0,83 043 0,25 0,16 0,10 0,07 0,05 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01
SGU-L/250 [ 493 148 0,63 0,32 0,19 0,12 0,08 0,06 0,04 0,03 0,02 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01
SGU-L/300 [ 329 0,98 0,42 0,21 0,12 0,08 0,05 0,04 0,03 0,02 0,02 0,01 0,01 0,01 0,01 0,01 0,01 - -
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